
QUALITY TEST REPORT

Product: FILPURE 1560(45) 

Batch No.: xxxx 

Sr. No.: x 

Batch manufacturing date: 

Test Method Result

Pore size LLDP Average pore size 0.024 micron

Membrane Integrity Bubble method (at 1bar 
pressure)

No bubbles observed

Water Flux Dead End 540 LMH @ 1 Bar

Module Leak test Water pressure @ 4bar No water leak detected

Remark:

MODULE PERFORMANCE HAS BEEN FOUND SATISFACTORY

Quality Analyst: Stanley 

Date: 

Note: Kindly operate the module as per the guidelines provided for best results.
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